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Polaritonic Fourier crystal

Sergey G.Menabde 1,8, Yongjun Lim2,8, Kirill Voronin 3,4,8, Jacob T. Heiden 1,
Alexey Y. Nikitin 3,5 , Seungwoo Lee 2,6,7 & Min Seok Jang 1

Polaritonic crystals – periodic structures where the hybrid light–matter waves
called polaritons can form Bloch states – promise a deeply subdiffractional
nanolight manipulation and enhanced light-matter interaction. In particular,
polaritons in van der Waals materials boast extreme field confinement and
long lifetimes allowing for the exploitation of wave phenomena at the
nanoscale. However, in conventionally patterned nanostructures, polaritons
are prone to severe scattering loss at the sharp material edges, making it
challenging to create functional polaritonic crystals. Here, we introduce a
concept of a polaritonic Fourier crystal based on a harmonicmodulationof the
polariton momentum in a pristine polaritonic waveguide with minimal scat-
tering. We employ hexagonal boron nitride (hBN) and near-field imaging to
reveal a neat and well-defined band structure of phonon-polaritons in the
Fourier crystal, stemming from the dominant excitation of the first-order
Bloch mode. Furthermore, we show that the fundamental Bloch mode pos-
sesses a polaritonic bandgap even in the relatively lossy naturally abundant
hBN. Thus, our work provides an alternative paradigm for polaritonic crystals
essential for enhanced light-matter interaction, dispersion engineering, and
nanolight guiding.

Photonic crystals – periodic structures with periods comparable with
the wavelengths of light – that possess a photonic bandgap have been
widely applied to manipulate light propagation, including optical fiber-
integrated devices for the telecom industry1,2. However, the spatial
confinement of photons is limited by diffraction, and their momentum
is strictly defined by the hosting medium. At the same time, these lim-
itations are nonexistent for polaritons – quasiparticles born of light
coupling to the collective oscillations of charges3. Particularly, thin layers
of van der Waals (vdW) crystals are able to guide polaritons and confine
light into a nanometer-scale volume orders of magnitude smaller than
the free-space wavelength4,5. Furthermore, the evanescent field of such
polaritons stretches beyond a thin polaritonic waveguide, exposing
them to external manipulation and hybridization5–9.

For example, the proximity of a two-dimensional (2D) polaritonic
waveguide to a highly conductive metal pad leads to a coupling of the

polariton to its mirror image and forming a highly confined image
polariton10–12. The momentum of image polaritons increases as the
distance to themirror surface decreases11,13. Notably, this phenomenon
was leveraged to excite the image (also called acoustic) plasmons in
graphene to obtain extremely large momentum and access the non-
local quantum phenomena at mid-infrared (mid-IR) frequencies14,15 as
well as to realize ultra-sensitive nanoresonators16. Similarly, the mid-IR
image phonon-polaritons in polar vdW dielectrics deliver a sig-
nificantly increased field confinement11,17,18 and provide much stronger
light-matter interaction19.

Despite the clear advantages of polaritons in vdW crystal
layers in terms of strong field confinement and momentum tun-
ability, they suffer from a combination of the inherent material-
mediated losses20,21 and the typically large scattering losses at
edges and surface defects11,17,22. Consequently, the realization of
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polaritonic crystals with pronounced wave phenomena is a non-
trivial task.

Two approaches have been demonstrated so far to create a
polaritonic crystal: patterning the polaritonic waveguide23–27 and pat-
terning the dielectric substrate28–30, where conventional nanofabrica-
tionmethods result in sharpmaterial edges. In addition, amoiré super-
lattice in twisted van der Waals crystals is suggested to provide a
periodic environment for plasmons in graphene31, although its unit cell
geometry is strictly defined by the atomic structure of graphene.

So far, 2D polaritonic crystals for hyperbolic phonon-polaritons
(HPhP) in hexagonal boron nitride (hBN) and alpha-phase molybde-
num trioxide (α-MoO3) have been demonstrated to support collective
Bloch modes23–27,30. However, dielectric vdW slabs of finite thickness
support a very large number of polaritonic modes due to their
hyperbolic nature5. Therefore, a severe scattering of propagating
polaritons at the sharp patterned edges leads to an excitation of
multiple higher-order modes, so that the band structure of such
polaritonic crystals is filled with mode branches24,30, hindering the
band engineering and manifestation of polaritonic bandgaps for
individual modes.

Here, we demonstrate a polaritonic Fourier crystal (FC) formid-IR
HPhP in hBN based on the continuously varying metallic Fourier sur-
face which bypasses the limitations of conventional binary patterning
methods and offers the means to precisely engineer an optical
response by tailoring it for the individual Fourier harmonics32. We
employ a wafer-scale Fourier surface covered with gold that acts as a
substrate for a pristine polaritonic material (Fig. 1a), and leverage the
sensitivity of the image polariton’s momentum, k, to the distance
between the mirror and the waveguide. In contrast to the existing
binary periodicmedia, polaritons in such an FC experience a harmonic
modulation of k induced by the Fourier mirror, as illustrated in Fig. 1b
and c. In the slab polaritonic waveguides, this leads to the manifesta-
tion of three exclusive phenomena. First, adiabatic momentum mod-
ulation results in the suppression of intermodal scattering between the
Bloch modes of different orders. Second, the higher-order modes
experience lesser modulation depth due to the stronger field con-
finement in the waveguide, leading to a non-harmonic modulation of
their momentum (Fig. 1c). Finally, the dispersion of Bloch modes with
different k can be selectively engineered in a single device by
employing the Fourier mirror with a multi-harmonic surface profile.

As shown in Fig. 1c for the case of a 100nm-thick hBN, the
momentum of the fundamental (M0) HPhP mode decreases by ~ 50%
as the air gapbetweenhBNandgold expands from0 to 70nm (also see
Methods). At the same time, more confined higher-order modes (Mn,
withn = 0,1,2,…meaning the number of thefieldoscillations across the
hBN layer) are increasingly less sensitive to the variationof the gap size
and thus experiencemuchweakermodulation (less than 25%). Besides,
these high-momentum modes are expected to be damped in the
absence of coupling mechanisms such as scattering at sharp material
edges. Indeed, our near-field experiments and full-wave numerical
simulations demonstrate that the polaritonic FC predominantly sup-
ports the fundamental Bloch mode originating from the M0 mode in
the hBN slab. Furthermore, we numerically demonstrate that the
modulation of the momentum of the M0 mode would lead to a man-
ifestation of a wide polaritonic bandgap for this mode even in a rela-
tively lossy naturally abundant hBN crystal33, used in our experiments.
The near-field imaging of thehBNedge suggests thepresence of such a
polaritonic bandgap in the sample.

Results
One-dimensional polaritonic Fourier crystal for the phonon-
polaritons in hBN
A wafer-scale azopolymer film is patterned into a single-harmonic
Fourier surface bymeans of holographic inscription34 (see “Methods”).
The consequent thermal deposition of a thin (~ 30 nm) gold layer

creates a harmonically corrugated mirror surface. Owing to the phe-
nomenon of image mode, our design provides the harmonically
modulated medium for polaritons in vdW crystals. Furthermore, the
holographic inscription is a flexible technique, allowing for the fabri-
cation of 1D and 2D Fourier surfaces with tetragonal, hexagonal, qua-
sicrystalline, and multiscale periodicity34 with an arbitrary Fourier
spectrum, opening a vast design space for polaritonic crystals.

Then, a ~ 300μm across and 106 nm-thick hBN slab is placed
directly on the gilded Fourier surface (Fig. 2a) with the corrugation
period P = 485nmand the heightmodulation depth d = 70nm, verified
by the atomic force microscope (AFM) scans. The AFM height profile
across the hBN edge (Fig. 2b) demonstrates the well-preserved sinu-
soidal surface, and that even a 106 nm-thick hBN is rigid enough to
remain flat over a span of ≈ 500 nm. The hBN thickness is selected to
provide the polaritonwavelengths comparable to P around themiddle
of the upper Reststrahlen band. A high-resolution AFM scan of the
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Fig. 1 | Polaritonic Fourier crystal. a Illustration of a 1D Fourier crystal based on a
harmonically corrugated and gilded Fourier surface supporting a pristine polari-
tonic material. The inset shows the profile of a bi-harmonic Fourier surface used in
the drawing. b Schematic of an hBN-based single-harmonic 1D Fourier crystal.
When the hBN slab is placed on the gilded Fourier surface, the varying distance
between hBN and gold induces the spatial modulation of the HPhP momentum in
hBN. c Modes of different order experience a significantly different modulation
depth in the Fourier crystal. Thus, the manifestation of the polaritonic bandgap is
predicted only for the fundamental Bloch mode.

Article https://doi.org/10.1038/s41467-025-57748-z

Nature Communications |         (2025) 16:2530 2

www.nature.com/naturecommunications


corrugated mirror next to the hBN flake provides the RMS surface
roughness of 1.4 nm (see Supplementary Fig. S1). Considering the
~ 500nm wavelength of HPhP in the sample, the roughness-mediated
polariton scattering is expected to be negligible.

Optical properties of the FC are investigated with the scattering-
type scanning near-field optical microscope (s-SNOM) which is able to
map the near field immediately above the sample with ~ 10 nm spatial
resolution, limited only by the nanotip apex35. In the absence of other
scatterers, such asmaterial edges, the sharp s-SNOMnanotip launches
polaritons and probes the near-field at the same time, providing the
coupling mechanism between the far- and near-field via inelastic light
scattering. Thus, every pixel of the near-field image corresponds to a
quasi-static field distribution in the sample which is excited and pro-
bed at the current position of the nanotip.

Examples of the amplitude, s, and phase, φ, of the complex near-
field signal ηðx, yÞ= sðx, yÞeiφðx, yÞ measured by s-SNOM at different
excitation frequencies over the hBN (far from its edges; Fig. 2a) are
shown in Fig. 2c. Note that the distributions of both amplitude and
phase are drastically frequency-dependent, indicating the different
propagation regimes of HPhP in the structure.

Near-field distribution within the Fourier crystal
In order to correlate our near-field images with the dispersion of HPhP
in the FC, we map the near-field amplitude and phase across the

frequency range of 1380–1560 cm–1 covering most of the upper Rest-
strahlen band of our hBN sample (see Supplementary Fig. S2 and
Supplementary Table S1). Multiple amplitude and phase scans (as in
Fig. 2c) are collected with a 4 cm–1 frequency shift and averaged along
the translation symmetry axis to improve the signal-to-noise ratio. The
resulting linear profiles along the x-axis are normalized for each scan:
amplitude is normalized by its maximum, sðxÞnorm = sðxÞ=smax, and the
phase is normalized by its mean value, φðxÞnorm =φðxÞ � �φ.

The spectral maps of s(x,ω)norm and φ(x,ω)norm across several unit
cells are shown in Fig. 3a. Notably, periodic peaks of the amplitude and
phase exhibit a varying width and sometimes drift by P/2 along the x-
axis. This indicates that the recorded near-field signal is dominated by
the HPhP in hBN and is not merely due to a profile of the Fourier
surface. However, an unambiguous interpretation of the complex
near-field signal is a non-trivial task even in uniform structures36–38.
Furthermore, the near-field is probed far from the hBN edges to
guarantee an effectively infinite periodic medium for HPhP. Thus, the
features in the near-field images appearing due to the interference
between polaritons in the presence of the material edges are unde-
tectable here, while these features are usually exploited for polariton
dispersion analysis in near-field experiments35,39. Therefore, weemploy
full-wave numerical simulations and analytical models to elucidate the
origins of the observed near-field patterns and study the HPhP
dispersion.

We first mimic a s-SNOM experiment by numerically calculating
the dipolar moment of a sharp oscillating ellipsoid placed above the
hBN in FC at different positions along the x-axis (see Methods).
Obtained in thismanner, near-field profiles are normalized in the same
way as the experimental data, with origin at x =0 corresponding to the
maximal gap between the hBN and gold as illustrated in Fig. 1b, c. The
calculated spectral maps (Fig. 3b) provide a good agreement with the
experimental data for both amplitude and phase, indicating the
validity of our numerical s-SNOM model. Black dashed lines connect-
ing Fig. 3a, b are guides to the eye showing similar pattern features, and
the red dashed line indicates the lower end of the experimentally
recorded pattern. We speculate that the blue shift of the numerically-
calculated patterns with respect to the experimental ones may be
attributed to the 2D-domain approximation of the full-wave simula-
tions, while in the SNOM experiments, the nanotip launches in-plane
polaritons with a diverging circular wavefront39.

Then, by employing the full-wave simulations for an infinite FC,
the HPhP band structure in the 1D FC is constructed for the Bloch
modes with the momentum kx collinear with the crystal momentum
G = 2π/P (see Methods). The band structure within the first Brillouin
zone in the experimental frequency range is shown in Fig. 3c.
Remarkably, despite the very large number of HPhP quasi-
eigenmodes theoretically supported by the hBN slab, the band
structure of the FC has only a few well-defined branches. This is
expected due to the continuous and adiabatically corrugated gold
surface, which practically does not cause intermode polariton
scattering. In the absence of mechanisms for efficient coupling
between the HPhP modes Mn of different orders n, the fundamental
mode M0 is dominant while the inherently more lossy and more
energetic higher-order modes are damped. An illustrative compar-
ison between the band diagrams of the FC and a step-like grating is
shown in Supplementary Fig. S3, where HPhP scattering at sharp
edges is responsible for generally higher losses and the manifesta-
tion of multiple higher-order Bloch modes.

In addition, we employ full-wave simulations to analyze the sen-
sitivity of the FC to the variations of the corrugation period and cor-
rugation depth of the mirror surface. Supplementary Information
Fig. S4 shows that the variation of P by ± 20% leads to the red and blue
shift of the dispersion of Bloch modes by approximately 17 and
26 cm–1, respectively. Importantly, the varying P practically does not
affect the relative intensity of the modes. At the same time,
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edges. b AFM height profile across the hBN edge, showing the well-preserved
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the excitation frequency, revealing different propagation regimes of polaritons in
the Fourier crystal.
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fluctuations of d by ± 20% does not have any noticeable effect on the
band structure. Bothobservations indicate the high toleranceof the FC
to the deviation of surface parameters.

The simulated near-field data (Fig. 3b) and the band diagram
(Fig. 3c) are calculated for the same structure, hence a meaningful
correspondence can be established between them. For example, the
manifesting zig-zag patterns in both amplitude and phase in Fig. 3b
appear in the spectral windows between the flat bands – one at the
edge (at ≈ 1450–1500 cm–1) and another one in the middle of the Bril-
louin zone (at ≈ 1400–1410 cm–1). However, a detailed mode analysis is
needed to decipher the observed near-field patterns.

Analysis of individual hyperbolic PhP modes
In order to study individual modes in the FC, we employ an analytical
modelwhich approximates the 3DhBN layer in a periodicmediumby a
set of 2D sheets of periodically varying conductivity over a flatmetallic
surface. Each of the bulk modes Mn is characterized by its own 2D
sheet with the value of the conductivity given by the mode dispersion
(see “Methods”). For simplicity, the conductivity sheets for different
modes Mn are considered to be independent (no interaction between
the modes is considered). For more illustrative results, calculations
cover thewhole upper Reststrahlen band. The band structure in Fig. 4a
is an extended data shown in Fig. 3c, and presented here for reference.
The individually calculated banddiagrams forM0andM1modes in the
106 nm-thick hBN are revealed by the poles of the Fresnel reflection
coefficient of the periodically modulated 2D conductivity sheets
(brightmaxima in Fig. 4b). The solid lines indicate the dispersion of the
eigenmodes of the uniform conductivity sheet, highlighting the bands
bending in FC only for theM0mode due to its twice largermomentum
modulation depth compared to M1 (Fig. 1c).

Despite the simplicity of the analytical model (the fields inside the
BN are not considered), it is able to accurately predict the contribution
of individual HPhP modes, and shows a very good correspondence
with the numerically calculated band structure (Fig. 4a). Firstly, and
most importantly, the M0 dispersion exhibits a bandgap opening at
the edge of the Brillouin zone, while M1 does not have any bandgaps.
Secondly, the crossing of M0 and M1 bands is responsible for the
bandgap around 1400 cm–1 visible in the full-wave simulations. We
note that the analytical model does not account for the scattering
between the polaritonic Bloch modes as they form a quasi-normal

basis (see “Methods”). Therefore, a good agreement with the full-wave
numerical simulations suggests that the scattering between the Bloch
modes due to the surface corrugation is negligible and would not
affect the manifestation of the M0 bandgap.

Within our approximation, in order to better understand the role
of M0 andM1modes in the near-field images, we employ the full-wave
numerical simulations of the near-field response associated with each
mode. This time, unlike Fig. 3b showing calculations for the 106 nm-
thick hBN, the hBN is approximated as a 2D sheet of uniform con-
ductivity (see “Methods”). Calculated in such a way near-field ampli-
tude and phase distributions corresponding to M0 and M1 modes are
shown in Fig. 4c, d, respectively. Spectral patterns originating from the
M0 mode are remarkably similar to those observed in the experi-
mental and numerically simulated images (Fig. 3a, b, respectively). In
contrast, the simulated near-field image originating from theM1mode
(Fig. 4d) lacks any features observed in the experimental data (Fig. 3a)
and the simulated patterns with all the modes (Fig. 3b).

Considering the multifaceted analysis in Figs. 3 and 4, we con-
clude that the experimentally observed near-field response in the FC is
essentially dominated by the contribution of the M0 mode. Conse-
quently, this confirms our hypothesis that mostly the fundamental
Bloch mode propagates in the FC, in drastic difference from the
polaritonic hypercrystals based on binary patterned nanostructures
where the band diagram is filled with modes without a clearly distin-
guishable bandgap30.

We additionally verify these observations in the FC with the same
P and a 303 nm-thick hBN where the HPhP momentum at a given fre-
quency is almost three times smaller than in the 106 nm-thick flake
(Supplementary Fig. S5). Notably, the observed earlier characteristic
patterns of s(x,ω)norm and φ(x,ω)norm associated with the fundamental
Bloch mode are clearly visible, but at higher frequencies where the
polariton wavelength matches P in the 303 nm-thick flake. Further-
more, the calculated band structure is still composedof theM0andM1
modes despite the generally more favorable phase-matching condi-
tions in thick polaritonic waveguides that support HPhP with lower
momenta.

However, it is challenging to unambiguously demonstrate the
possiblepresenceof theM0bandgapbasedon the near-field data in an
infinite (unrestricted) FC. Meanwhile, a well-defined hBN edge is able
to efficiently launch polaritons which interfere with the field under the
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nanotip and produce near-field fringes with a period approximately
equal to the polariton wavelength17,39–41. We use this edge-launched
mode to study the direction- and frequency-dependent propagation of
polaritons in the FC.

Real-space nanoimaging of the edge-launched polariton
We investigate theFCarea around thehBNedge (Fig. 5a) at frequencies
within and outside the expected M0 bandgap, estimated to span from
≈ 1410 cm–1 to ≈ 1470 cm–1 (considering the blue shift of the simulated
data inFigs. 3 and4by≈ 40 cm–1). Thenewlydefined x-axis is parallel to
the hBN edge, and the angle between the y-axis and the lattice vectorG
is 32°. Near-field images of the hBN edge (Fig. 5b) are analyzed by
taking the fast Fourier transform (FFT; Fig. 5c). The oblique orientation
of the edge relative to the corrugation favors distinguishing the weak
interference pattern generated by the edge-launched mode in the y-
direction. At the same time,wenote that the near-fieldobservationof a
Bloch mode at the hBN edge is prohibited by the discontinuity of the
structure.

The FFT spectra at 1420, 1440, and 1460cm–1 reveal the presence of
periodic fringes in y-direction (marked by the yellow arrows in Fig. 5c) as
expected due to the edge-launched HPhP, illustrated by the yellowwave
in Fig. 5a. As the excitation frequency increases, the spatial frequency of
the fringes approaches G at 1470 cm–1 – the expected upper limit of the
M0 bandgap in the direction of G. As the excitation frequency exceeds
1470 cm–1, the fringes in y-direction practically disappear.

The observed near-field signature of the edge-launchedmode can
be understood by calculating the band diagram for the polaritons
propagating in an infinite FC along the y-direction (Fig. 5d). The pre-
dictedM0bandgap in the direction ofG (Fig. 4a, b) is shown by the red
dashed lines, with the corresponding experimental frequencies (red

values and tick marks) considering the 40 cm–1 mismatch as discussed
earlier. The extracted momentum of the edge-launched mode (yellow
circles) agreeswellwith theM0dispersion in an infinite structure along
the y-direction that has no bandgap. At the same time, themomentum
of the fundamental Bloch mode in the G-direction (red dot-dashed
dispersion curves in Fig. 5d) is smaller than the momentum of the M0
mode in the y-direction. Therefore, when the existence of the funda-
mental Bloch mode is allowed (at frequencies above 1470 cm–1), its
excitation by the hBN edge is more efficient than the excitation of the
M0 mode in the y-direction. Thus, experimental results in Fig. 5
indirectly suggest the presence of the M0 bandgap in the direction
of G.

Another notable observation can be made from Fig. 5b: at the
frequencies where the M0 Bloch mode is expected to exist, the near-
field amplitude peaks are misaligned with the maxima of the under-
lying gold surface by P/2. The surfaceprofile is identified from theAFM
data next to the hBN (Supplementary Fig. S6). In agreement with the
discussion in Figs. 3 and 4, this once again indicates that the Bloch
mode’s near-field dominates the s-SNOM images. In contrast, when the
M0 Bloch mode is not allowed, the larger near-field amplitude above
the gold maxima can be explained by the locally excited slower image
mode with a higher density of optical states. Similarly, the almost
uniform near-field amplitude across the scan area at 1470 cm–1 agrees
with the expected flat band.

A glance into the bi-harmonic Fourier crystals
Last but not least, we have designed a bi-harmonic 1D FC for the low-
loss isotopically pure hBN33 where the bandgap opens simultaneously
for both M0 and M1 modes (a double-bandgap). These results are
shown in Supplementary Fig. S7, and obtained by solving an inverse
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Fig. 4 | Analysis of M0 andM1modes. a Numerically calculated band structure of
HPhP in the Fourier crystal across the upper Reststrahlen band of hBN. The same
model is used as in Fig. 3c. b Independently calculated band structures ofM0 (left)
and M1 (right) modes, where the Fourier crystal with hBN is modeled as a 2D sheet
of spatiallymodulated conductivity according to the analytical dispersionofmodes
in hBNover a conductive surface. Band structures in (a andb) are calculated for the

direction of surface corrugation. c Numerically calculated near-field amplitude
profiles independently generated byM0 (left) andM1 (right) modes. Here, the hBN
slab is modeled as a 2D sheet of uniform conductivity which supports only one
desired eigenmode, placed over a metallic Fourier surface. d Same as in (c), but for
the near-field phase. Both (c and d) demonstrate that experimentally and numeri-
cally obtained near-field patterns correspond to the M0 mode.
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problem using the spatially modulated 2D conductivity model. It is
worth noting that the naturally abundant hBN crystal, such as used in
our experiments is able to support simultaneousM0andM1bandgaps,
but only in a system with independent modulation of M0 and M1
modes. However, in real FC, all modes are modulated by a single
Fourier surfaceand cannot be considered independently. Nonetheless,
the demonstrated possibility to control the band structure of polari-
tonic Bloch modes and the possibility of a double-bandgap promise a
high application potential for the polaritonic FCs.

Discussion
The concept of a Fourier polaritonic crystal has been proposed and
experimentally demonstrated by near-field probing of mid-IR HPhP in
hBN within its upper Reststrahlen band. We show that in spite of the
presence of an immense amount of HPhP modes in the hBN layer, the
FC possesses a relatively neat and well-defined photonic band struc-
ture with a largely dominant fundamental Bloch mode, while no evi-
dent signatures of higher-order modes are observed in the near filed.
We speculate that this is due to the harmonically corrugated mirror
surface that ensures the harmonic modulation of the M0 momentum
by ≈ 50%, while the higher-order modes experience significantly lower
modulation depth. Furthermore, smooth and continuous surfaces in
the structure, including the pristine hBN flake, guarantee a substantial
suppression of the intermode scattering for the propagating HPhP
Bloch modes. Hence, the high-momentum modes are damped in the
absence of the efficient mode coupling mechanism. Second, we
numerically demonstrate that the M0 Bloch mode is expected to
exhibit a polaritonic bandgap opening even in a relatively lossy natu-
rally abundant hBN crystal. Near-field imaging of the hBN edge hints at
the presence of such a bandgap in our sample.

The demonstrated concept of a Fourier crystal provides a long-
sought platform for functional polaritonic crystals where wave phe-
nomena, such as a bandgap opening, can be accessed even for
the highly confined hyperbolic polaritons in low-dimensional van der
Waals crystals. This promises a plethora of applications where polari-
tonic physics can be studied and leveraged for practical use. For
example, hyperbolic phonon-polariton nanocavities19, metasurfaces42,
and topological devices43 potentially can exhibit larger quality factors

due to the minimized scattering loss and mode-selective operation,
providing greatly enhanced light-matter interaction, and a low-loss
nanolight guiding can be realized akin to the conventional photonic
crystals.

Methods
Fourier surface fabrication
A solution of poly-dispersed red 1 methacrylate (pDR1m) with a
molecular weight of 3 kDa and a polydispersity index of 1.1-1.2 was
prepared by dissolving it into 1,1,2-trichloroehtane solvent (Sigma-
Aldrich) with 3wt%. Solution parameters have been optimized for the
most efficient development of Fourier surfaces34. Then,we spin-coated
the pDR1m solution onto a 2 × 2 cm2 silicon wafer, which was cleaned
through sequential sonication in acetone, isopropyl alcohol, and
deionized water. The spin rate was set to 1000 rpm for 40 s, resulting
in the azopolymeric thin film with a thickness of 150 nm.

To fabricate a single-harmonic 1D Fourier surface on the
azopolymeric thin film, we used an interference pattern generated by
the two beams with the left- and right-handed circular polarization.
In this process, we used a continuous wave diode laser (Light
House Sprout) with awavelength of 532 nm. The intensity of each beam
was set to 150mW/cm2. Fabrication of the Fourier surface with a period
of 485 nm and a modulation height of 70nm required the inscription
time and the beams incident angles of 10min and 33 degrees,
respectively.

Finally, an approximately 30 nm-thick gold layer was directly
deposited onto the Fourier surface by thermal deposition in a vacuum
(air pressure < 5 × 10–7 Torr) with a deposition rate of 0.2Å/s.

Near-field measurements
Near-field measurements were performed using the neaSNOM from
attocube systems AG (formerly Neaspec) coupled with the tunable
quantum cascade laser (MIRcat, Daylight Solutions). The Pt-coated
AFM nanotips used in s-SNOM (ARROWNCPt, Nano World) had a
typical tapping frequency Ω around 270 kHz, and the tapping ampli-
tude was ≈ 70 nm in a non-contact mode. The background-free inter-
ferometric signal44 demodulated at the third harmonic (3Ω) was used
to collect the near-field data.
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The hBN edge launches the polariton mode in y-direction (yellow wavy arrow)
which produces interference fringes in the near-field images, while the s-SNOM
nanotip excites the Bloch modes in the Fourier crystal (red wavy arrow). b Near-
field images of the hBN edge shown in (a), measured at the excitation frequencies
around the expected upper limit of the M0 bandgap in the direction of G. Dashed
lines indicate the maxima of the underlying gold surface in contact with hBN.
cCorresponding Fourier spectra of the near-field images in (b). Yellowarrowsmark

the spectral signatureof the near-field interferencedue to the edge-launchedHPhP;
the white dashed circle indicates k =G. d Numerically calculated band structure of
the HPhP propagating in y-direction (yellow wave in a). Yellow circles indicate the
experimentally measured momentum of the edge-launched mode: 1.0, 1.25, and
1.65μm–1 at 1420, 1440, and 1460 cm–1, respectively. Red tick marks indicate the
corresponding experimental frequencies and the red dashed lines show the
expectedM0bandgap in the directionofG from 1410 to 1470 cm–1. Red dot-dashed
lines show the analytically calculated M0 dispersion in G-direction (also shown
in Fig. 4b).
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Full-wave numerical simulations
Full-wave numerical simulations of the near-field patterns and the
electromagnetic loss density in hBN were performed by the finite-
element method in the frequency domain in 2D space using COMSOL
Multiphysics software. Both simulation models consider the FC to
have a unit cell as illustrated in Fig. 1b. The near-field signal in themid-
infrared range was calculated by applying the electrostatic approach
since the grating period and the s-SNOM nanotip curvature radius
are deeply subwavelength. The nanotip was approximated by the
elongated ellipse with an apex curvature radius of 25 nm. Both
nanotip and gold Fourier surfaces were assumed to be a perfect
conductors. Thus, we apply a linear potential, φ= � E0z, as a
boundary condition for the tip and themetallic grating to emulate the
external irradiation. The distance between the tip and the hBN was
modulated with an amplitude of 25 nm. Then, the nanotip dipole
moment was extracted and demodulated at the third harmonic of the
oscillation frequency as a function of the nanotip position and exci-
tation frequency to map the near-field signal. The near-field signals
from the M0 and M1 modes were individually obtained by the similar
full-wave simulations, but the hBN slab was approximated as a 2D
sheet of uniform conductivity, which supports only one desired
eigenmode with the same momentum as in the hBN slab (see below
for details).

The band structure of the FC is visualized using the same full-wave
numerical simulations in the 2D domain but in periodic configuration
by applying the unit cell boundary conditions with Floquet periodicity.
Since the gold surface is continuous, it is possible to assume the Otto
excitation scheme with a fictitious high-index (n = 30) prism under-
neath the structure which provides the necessary in-planemomentum
range in thefirst Brillouin zone (illustrated inSupporting Fig. S3). Then,
the dispersion ofHPhP in hBN and their relative intensity is revealed by
the electromagnetic power loss in hBN as a function of the frequency
and in-plane momentum of the impinging TM-polarized plane wave in
the Otto configuration.

Analytical model for band structure calculation
To derive the dispersion relation of HPhP modes in hBN placed at
a certain distance above a (flat) metallic surface, we introduce the
Cartesian coordinates in which the xy-plane is parallel to the hBN slab
and the metallic surface. The origin is chosen in a way that the hBN
layer is placed between z =0 and z = t planes, and the metal surface is
at z = − d.

Under the approximation of k≫k0, the electric field in the system
reads:

E1 =a1

qx

qy

iq

0
B@

1
CAei kxx + kyyð Þe�qk0z ; z ≥ t

E2 =a2

qx

qy
qez

0
B@

1
CAei kxx + kyyð Þeiqezk0z +b2

qx

qy

�qez

0
B@

1
CAei kxx + kyyð Þe�iqezk0z ; t > z ≥0

E3 =a3

qx
qy
iq

0
B@

1
CAei kxx + kyyð Þe�qk0z +b3

qx

qy

�iq

0
B@

1
CAei kxx + kyyð Þeqk0z ;0 > z ≥ � d,

8>>>>>>>>>>>>>>>><
>>>>>>>>>>>>>>>>:

ð1Þ

where E1, E2, and E3 are fields in the air, hBN, and in the space between
hBN and metal, respectively, and q2

ez = � ε?
εk
q2;q= k=k0 is the mode’s

effective index, k is its momentum, k0 =ω=c is that in the free space,
ω is the excitation frequency, and c is the speed of light. Imposing
the boundary conditions at the surfaces of the hBN for the
in-plane components, E1k z = tð Þ= E2k z = tð Þ, E2k z =0ð Þ= E3k z =0ð Þ and
for the out-of-plane components, D1? z =dð Þ=D2? z =dð Þ,D2? z =0ð Þ=
D3? z =0ð Þ, and at the metallic surface which is assumed to be
perfectly conductive, E3k z = � dð Þ=0, we obtain the following

system of equations:

a1e
�qk0t =a2e

iqezk0t + b2e
�iqezk0t

ia1qe
�qk0d =a2εkqeze

iqezk0d � b2εkqeze
�iqezk0d

a2 +b2 =a3 +b3

a2εkqez � b2εkqez = ia3q� ib3q

a3e
qk0d +b3e

�qk0d =0

8>>>>>><
>>>>>>:

ð2Þ

Or in the matrix form:

e�qk0t �eiqezk0t �e�iqezk0t 0 0

iqe�qk0t �εkqeze
iqezk0t εkqeze
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ð3Þ

The linear system (2) has a solution if the determinant of the
matrix of this system equals zero. Simplifying the determinant and
equating it to zero, we obtain the dispersion relation of the mode:

tan

ffiffiffiffiffiffiffiffiffiffi
� ε?

εk

s
qk0t

 !
+

ffiffiffiffiffiffiffiffiffiffiffiffiffiffi�ε?εk
p

1 + tanh qk0d
� �

1 + ε?εk tanhqk0d
=0 ð4Þ

Equation (4) cannot be solved explicitly, but if rewritten in the
following way it can be easily solved numerically by the iterative
approach:

q=

ffiffiffiffiffiffiffiffiffiffi
� εk
ε?

s
1

k0t
π � atan εk

ffiffiffiffiffiffiffiffiffiffi
� ε?

εk

s !
� atan εk

ffiffiffiffiffiffiffiffiffiffi
� ε?

εk

s
tanhqk0d

 !
+πl

" #
, l =0, 1, . . .

ð5Þ

Note that Eq. (5) allows us to find all modes supported by the
structure separately. As the high-order modes have a much larger
wavevector, the contribution to the observed band structure from
them is strongly suppressed. Therefore, we only consider the band
structures for the first two modes, l = 0 and l = 1. On one hand, this
approach allows us to separately calculate the bands of different
modes to better understand the phenomenon. On the other hand, it
has limitations, for example, since the modes are treated indepen-
dently, the interaction between them is ignored, whereas, in reality, it
leads to themanifestation of additional bandgaps as visible in the band
structure calculated by the full-wave simulations.

The analytically calculated dispersion of the Bloch modes is
revealed by themaximaof the reflection coefficient of the structure, R,
as a function of frequency and in-plane momentum. To calculate the
reflection coefficient as a function of frequency and in-plane
momentum, we developed the following procedure. First, we sub-
stitute the metallic Fourier surface covered by the hBN crystal with a
spatially periodically modulated 2D conductivity sheet. For this, we
calculate the wavevector of the mode supported by the hBN slab
placed at some distance from the perfect electric conductor and then
calculate the 2D conductivity, σ, supporting the mode with the cor-
responding wavevector, σ = ic=2πq. Thus, the modulation of the
momentumas a function of the distance between hBN and themetallic
surface transforms into the modulation of the conductivity of the 2D
layer. Such a procedure allows one to avoid considering fields inside
the layer, as the latter appears only in the boundary conditions which
match the fields above and below the conductivity sheet.

Second, to calculate the reflectance, we use a method developed
earlier for the spatially modulated 2D conductivity45. Namely, we
expand the normalized conductivity, α = 2π

c σ, into the Fourier series,
α xð Þ=Pn�αne

inGx , and represent the electric fields in the upper, E1, and
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lower, E2, half-spaces by the Fourier–Floquet expansion under the
approximation of k≫k0:

E1 =

1
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8>>>>>>>><
>>>>>>>>:

ð6Þ

Applying the boundary condition to the 2D layer we obtain the
following system of equations

eikx +
P

n rn � tn
� �

ei k +Gnð Þx =0

eikx �Pn rn + tn
� �

ei k +Gnð Þx =2i
P

n,m�αm
k +Gðn+mÞ

k0
tne

i k +Gnð Þx + imGx

(

ð7Þ

To solve this system, we consider the finite number of harmonics,
n= �M::M, resulting in the following truncated linear system of
equations:

XM

n=�M
i�αn�m

k +Gn
k0

+ δnm

� �
tm = δn0 ð8Þ

rn = tm � δn0 ð9Þ
Solving this system, we calculate the reflection coeffi-

cient R=
PM

n=�M rn
�� ��2

Data availability
The raw near-field data supporting the key findings of this study have
been deposited in the FigShare database under accession code https://
doi.org/10.6084/m9.figshare.28387238.v1. All data generated during
this study are available from the corresponding author upon request.
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